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DuPont™ Tyvek® Fluid Applied WB+™

Fluid Applied Weather Barrier for Commercial Wall Substrates Including CMU and

Gypsum Sheathing

OVERVIEW

Description

DuPont™ Tyvek® Fluid Applied WB+™ is a fluid applied air a
barrier protection engineered for the unique demands of
heavy commercial construction projects. Based on a unique
formulation using silyl-terminated polyether polymer
technology, Tyvek® Fluid Applied WB+™ offers low
shrinkage during curing, superior elongation and recovery
and can be easily applied in one coat.

Features and Benefits
® Ease of Installation: Single component, one-coat

application. Offers 2 to 3 times the coverage of
competitive products. Approximately 50 to 65 sq. ft.
/gallon in one coat, depending on substrate conditions
(temperature and moisture), substrate porosity, and
uniformity of application. Spray or pressure roll for fast
and easy application. Exhibits low shrinkage during
curing, helping to minimize the risk of cracking and pin-
holing.

® High Performance Durability: Not water soluble and will
not wash off the wall when exposed to bulk water, even
before curing. Can be installed on damp surfaces,
defined as when no moisture is transferred to the skin
upon touching the substrate. Cured membrane exhibits
exceptional elongation and recovery properties. When
stretched, it acts like a rubber band, allowing the
membrane to move with the building.

®* Temperature and UV Resistance: Withstands up to nine
months (270 days) of UV exposure. Installation
temperature range 25 °F (-4 °C) to 140 °F (60 °C).
Maximum in-service temperature of 180 °F (82 °C). Low
VOC (25-30 g/\).

® Air and Water Barrier Performance: Offers an ideal
combination of air and water holdout with vapor
permeability. Exceeds ABAA, ASHRAE 90.1, and IECC air
leakage requirements (ASTM E2357). Water infiltration
resistance up to 15psf when tested in accordance with
ASTM E331. Offers >90% drainage efficiency when
tested in accordance with ASTM E2273. Meets ASTM
E2556, Type |l standards for vapor permeable flexible
sheet water-resistive barriers. Shields insulation from
drafts and minimizes air infiltration and exfiltration,
enhancing HVAC efficiency. Lowers energy
consumption for heating and cooling, reducing costs.
Prevents damage to wood, metal, and mold growth.
Keeps insulation dry, maintaining its installed R-value.

Complete System
® Part of a complete, integrated fluid applied weather
barrier system. For best results, use with DuPont™
Tyvek® Fluid Applied Flashing and Joint Compound+.

Warranty
® Tyvek® Fluid Applied WB+™ is backed by a 10-Year
limited warranty. For additional warranty information

please visit building.dupont.com or contact your DuPont

representative.
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Sustainable Solutions

® DuPont™ Tyvek® Fluid Applied products may contribute
toward LEED® points in the areas of Energy and
Atmosphere (EA): Optimizing the Building Envelope an
Indoor Environmental Air Quality (EQ): Construction IAQ
Management Plan and Low Emitting Materials: Product-
Specific EPD (Environmental Product Declaration)
Validation. In addition, the use of a continuous air
barrier is a prerequisite for LEED® applications requiring
compliance with ASHRAE 90.1.

® By helping to effectively seal the building envelope and
reducing air leakage, the DuPont™ Tyvek® Fluid Applied
System helps reduce the amount of energy required for
heating and cooling.

Standard Sizes
Standard Sizes for Tyvek® Fluid Applied WB+™

Unit Unit Size
Pail 5 Gallons
Drum 50 Gallons

TESTING AND CODE COMPLIANCE

Tyvek® Fluid Applied WB+ exhibits the properties and characteristics indicated in the table below when tested as represented.
Review all instructions and (Material) Safety Data Sheet ((M)SDS) before use. Please contact your local DuPont™ Tyvek Specialist
before writing specifications around this product. Product properties are as follows:

TEST METHOD TEST TITLE PROPERTY RESULTS
AIR
Standard Specification for Air Barrier (AB) Material or Assemblies for Wall Assembly Air & Water
ASTM E1677 Low-Rise Framed Building Walls Leakage Typel
Standard Test Method for Determining Air Leakage Rate and . . ) 0002 cfm/ftz@ 75
ASTM E2178 Calculation of Air Permeance of Building Materials Air Penetration Resistance Pa (1.57 psf)
Standard Test Method for Determining Air Leakage Rate of Air Barrier Wall Assembly Air <0.0002 cfm/ftz@
ASTM E2357 ; : )
Assemblies Penetration Resistance 75 Pa
Standard Test Method for Determining Rate of Air Leakage Through . 5
ASTM E283 Exterior Windows, Skylights, Curtain Walls, and Doors Under \Fé\/ear:LtArsai‘iaomanlisﬁslgance <0§002 cfm/f‘@
Specified Pressure Differences Across the Specimen 75Pa
TAPPI T460 Air resistance of paper (Gurley method) Air Penetration Resistance >10,000 sec/100cc
ADHESION
ASTM C794 Standard Test Method for Adhesion-in-Peel of Elastomeric Joint Adhesion - in - Peel Pass Lbf/in.
Sealants (mortar)
ASTM D903 Standard Test Method for Peel or Stripping Strength of Adhesive Peel Strength 13 Cpheswe 'Fallure
Bonds bf/in (aluminum)
Adhesion Strength -
Standard Test Method for Pull-Off Strength of Coatings Using Exterior Gypsum .
ASTM D4541 Portable Adhesion Testers (delaminates fiber glass top 725 psi
sheet)
Standard Test Method for Pull-Off Adhesion Strength of Coatings on Adhesion Strength - .
ASTM D7234 Concrete Using Portable Pull-Off Adhesion Testers Concrete >33 psi
FIRE
Standard Fire Test Method for Evaluation of Fire Propagation Flame Pronagation
NFPA 285 Characteristics of Exterior Wall Assemblies Containing Combustible . pagation. Pass
Multiple Assemblies
Components
. . . . Flame Spread =15
Standard Test Method for Surface Burning Characteristics of Building Surface Burning
ASTM E84 - o Smoke Developed
Materials Characteristics Class A Index -10

STRENGTH
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. . Tensile Elongation at Break 140 psi
ASTM D412 Standard Test Met'hods for Vulcanized Rubber and Thermoplastic Recovery (held at 300% 320 %
Elastomers—Tension ]
elongation) 99 %
ASTM D2240 Standard Test Method for Rubber Property—Durometer Hardness Hardness 34 Shore A
Standard Specification for Self-Adhering Polymer Modified Pass
ASTM D1970 Bituminous Sheet Materials Used as Steep Roofing Underlayment for Nail Sealability
: No Leakage
Ice Dam Protection
WATER
AATCC 127 Test Method for Water Resistance: Hydrostatic Pressure Wa';er Penetration >1000 cm
Resistance
Standard Test Methods for Gravimetric Determination of Water Vapor o 22 @ 25 mils thick
ASTM E96 Transmission Rate of Materials Water Vapor Transmission Method B Perms
Standard Test Method for Water Penetration of Exterior Windows,
ASTM E331 Skylights, Doors, and Curtain Walls by Uniform Static Air Pressure by Ass€mbly Water No Leakage
; Penetration Resistance Tested to 15 psf
Difference
Standard Test Method for Nonvolatile Content of Cold Liquid-Applied <2
ASTM (1250 Elastomeric Waterproofing Membranes voc 25-30 % (by wt) g/L
GENERAL
ASTM D2369 Standard Test Method for Volatile Content of Coatings Solids 0.99
S . - . Pass
ASTM C1305 Standard Te_st Method for Crack Bridging Ability of Liquid-Applied Low Temperature Crack No Cracking at 25
Waterproofing Membrane Bridging S
mil Thickness
. ) o
ASTM (679 Standard Test Method for Tack-Free Time of Elastomeric Sealants 2::'(?7%\:8; Time @ 50% R.H. 1to 2 hrs
CODE COMPLIANCE

Tyvek® Fluid Applied WB+™ complies with the following codes:

CODE

DESCRIPTION

US Product Listings & Verifications ASTM E2357.

ASHRAE 90.1and IECC air leakage requirements when tested in accordance with

AC 212 Acceptance Criteria for Water Resistive Barriers over Exterior Sheathing
IBC, Section 1403.2, 1405.4.

® Tyvek® Fluid Applied WB+™ is intended to be installed
as part of membrane drainage wall system. Do not
install on a wall that does not feature a continuous path
for moisture drainage (as defined below*).

® Stirring is not necessary. If separation should occur,
gently fold material until mixture is uniform. Avoid any
type of mixing that will introduce air into the product.

® Tyvek® Fluid Applied WB+™ should be covered with the
facade within the 9-month approved UV exposure limit.
Follow fagade manufacturer’s installation and
maintenance requirements in order to maintain water
holdout. Depending on job site conditions, stains may
appear, but will not alter the performance of the
product.

® The temperature of the Tyvek® Fluid Applied WB+™ at
the spray tip of standard spray equipment should be 65°
F (18°C) or higher. Avoid spraying in very dusty
conditions.

® For more information, refer to the DuPont™ Tyvek®
Commercial Solutions Technical Bulletin Additional
Considerations When Spraying DuPont™ Tyvek® Fluid
Applied WB+™. See DuPont™ Tyvek® Fluid Applied

Tyvek® Fluid Applied WB+™ skins over and is tack free
or dry to touch within 2 hours at 70°F and 50% relative
humidity. Tack free time and complete cure can vary
with temperature, humidity and substrate conditions.

Uncured DuPont™ Tyvek® Fluid Applied products
should not come in contact with DuPont™ Tyvek® Wrap
products.

Performance testing should be done after product is
fully cured (~14 days). See curing table in DuPont™
Tyvek® Fluid Applied WB+™ Wall and Substrate
Guidelines (K29398) for details.

Complete all joint treatment and flashing prior to any
spraying or rolling of Tyvek® Fluid Applied WB+™.

Tyvek® Fluid Applied WB+™ can be applied in a single
application at 25 mils thick; spot check with a wet mil
gauge. Inspect surface for voids and pinholes and repair
3s necessary.

Refer to the Wall and Substrate Guidelines for complete
information.
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WB+™ Wall and Substrate Guidelines as well for
detailed application instructions.

Tyvek® Fluid Applied WB+™ may be sprayed using a
high-pressure, airless sprayer or applied using a
pressure roller in conjunction with a variety of pumps.
See DuPont™ Tyvek® Fluid Applied WB+™ Wall and
Substrate Guidelines (K29398), for pump, equipment
and tip configurations. All manufacturer limitations
should be followed.

Surface must be clean, free from frost, grease, dirt, or
other contaminants and must be reasonably smooth.
Remove all surface dust, dirt, fins, ridges, mortar, and
other projections and fill honeycomb, aggregate
pockets, holes, recessed mortar joints and other voids in
concrete with substrate-patching material.

Mortar joints in concrete block and voids in poured
concrete should be filled flush and smooth and allowed
to cure for @ minimum of 48 hours.

Product can be installed on damp surfaces provided no
moisture is transferred to the skin when the substrate is
touched. This flexibility reduces substrate preparation
and protection requirements.

HANDLING

Warning

WARNING: For Professional Use Only. Read and follow
the entire Safety, Handling, and Storage section and the
Safety Data Sheets (SDSs, formerly MSDSs or Material
Safety Data Sheets) carefully before use. The
information below is designed to protect the user and
allow for safe use and handling of DuPont™ Fluid
Applied products. Follow all applicable federal, state,
local and employer regulations.

Precautionary Statements

Use only as directed. Avoid inhalation of vapor aerosol.
Avoid breathing dust/fumes/gas/mist/vapors/spray.

Wear protective gloves/protective clothing/eye
protection/face protection/respirator. Contaminated
work clothing should not be allowed out of the
workplace. Wash contaminated clothing before reuse.

IF ON SKIN: Wash with plenty of soap and water. IF IN
EYES: Rinse cautiously with water for several minutes.
Remove contact lenses, if present and easy to do.
Continue rinsing. IF exposed or concerned: Get medical
advice/attention. Immediately call a POISON CENTER
/doctor. If skin irritation or rash occurs: Get medical
advice/ attention.

Store locked up. Dispose of contents/container to an
approved waste disposal plant.

Vapor and aerosols are harmful if using spray
application. Use in a well-ventilated area. Use NIOSH
approved respirator. If vapors are inhaled, immediately
move from exposure to fresh air and contact a
physician. Avoid contact with eyes and skin.(see
Personal Protective Equipment section)

May cause an allergic skin reaction. May cause serious
eye damage. May cause genetic defects. May cause
cancer. May damage fertility or the unborn child. May
cause irritation.

Product Limitations

Cle

Tyvek® Fluid Applied WB+™ should not be used for
below grade applications or in applications in which it
will be permanently exposed. Asphalt based adhesives
and/or mastics are not recommended for use with this
product.

anup & Disposal
Use appropriate personal protective equipment during
cleanup (see Personal Protective Equipment section).

Uncured Tyvek® Fluid Applied products can be cleaned
from hands, tools, and equipment by using a citrus
based cleaner or mineral spirits.

Cured Tyvek® Fluid Applied products can be removed
by soaking in citrus based cleaners or using a gel-based
paint stripper.

Clean sprayer components and tools with 100% mineral
spirits, naphtha, citrus-based cleaners, or gel-based
paint stripper.

Spray tips can be cleaned in 100% mineral spirits or
naphtha using airbrush cleaning tools.

Material should not be left in the pump, hose, gun, or
roller. After applying, flush system with a citrus-based
cleaner, or 100% mineral spirits until the system is
clean. Avoid using water for cleanup.

Low pressure portions of the system should be taken
apart and cleaned by hand. Before the next usage, flush
any remaining solvent out of the system before
applying DuPont™ Tyvek® Fluid Applied WB+™ to the
wall substrate.

Be sure that system is fully clean of any residual Tyvek®
Fluid Applied product before introducing a different
product. If system is not fully clean, ingredients can
react and cause products to cure in the system.
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® Repeated or prolonged skin contact may cause allergic ® Dispose of any residual Tyvek® Fluid Applied product,

reactions with susceptible persons. May cause irritation coated debris, or solvent in accordance with applicable
of respiratory tract. federal, state, and local government regulations.
® This product is a mixture. Health Hazard information is
based on its components. Life & Storage
* KEEP OUT OF REACH OF CHILDREN, children can fall in ® The shelf life is 12 months for an unopened container
to bucket and drown. Keep children away from bucket from the date of manufacture. Reference the “Use By”
with even a small amount of liquid. date printed on the container.
® Store opened containers with a plastic protective liner
Supplemental Information to slow cure rate. Before reusing a previously opened
® Avoid spraying Tyvek® Fluid Applied WB+™ in very container, first remove any cured material that may
windy conditions. Installing professional should have formed (skinned over) at the top.
consider Ff structure should be tented Fo protgct the e DuPont™ Tyvek® Fluid Applied products should be
surroundln.g‘area from overspray. Avoid spraying in very stored in a clean, dry environment, 50°- 80°F (10° - 27°C).
dusty conditions. If stored at temperatures below 65°F (18°C), the product
. must be warmed to a minimum of 65°F (18°C) using
Handling & Use standard industry methods prior to spraying for proper
® Personal protective equipment (PPE) used during the atomization at the spray tip.

handling of DuPont™ Fluid Applied products must at a

N . . .
minimum include: Continuous storage at high temperatures will reduce

the shelf life of DuPont™ Tyvek® Fluid Applied products.

® Tyvek® Fluid Applied products temporarily stored
outside should be stored under cover.

® Protective clothing or coveralls, including long sleeves
and head cover (no skin should be exposed), for
example, Tyvek® non-woven laminate paint protective
coveralls with hood

® Chemical-resistant nitrile, butyl rubber, neoprene or
PVC gloves

® Chemical splash impact safety goggles or equivalent,
unless using a full-face respirator

® Protective work safety shoes
® Hearing protection such as ear plugs when spraying

® NIOSH-approved particulate filtering full-face respirator
with a P95 particulate filter or half-mask respirator with
a P95 particulate filter and splash impact googles when
spraying

® NIOSH-approved N95 disposable safety mask with
splash impact googles for manual application such as
troweling or rolling, and for clean-up.

«DPONT

For more information, visit us at
building.dupont.com
or call us at 1-833-338-7668

NOTICE: No freedom from any patent owned by DuPont or others is to be inferred. Because use conditions and applicable laws may differ from one location to another and may change with
time, Customer is responsible for determining whether products and the information in this document are appropriate for Customers use and for ensuring that Customers workplace and disposal
practices are in compliance with applicable laws and other government enactments. The product shown in this literature may not be available for sale and/or available in all geographies where
DuPont is represented. The claims made may not have been approved for use in all countries or regions. DuPont assumes no obligation or liability for the information in this document.
References to "DuPont" or the "Company" mean the DuPont legal entity selling the products to Customer unless otherwise expressly noted. NO EXPRESS WARRANTIES ARE GIVEN EXCEPT FOR
ANY APPLICABLE WRITTEN WARRANTIES SPECIFICALLY PROVIDED BY DUPONT. ALL IMPLIED WARRANTIES INCLUDING THOSE OF MERCHANTABILITY AND FITNESS FOR A PARTICULAR
PURPOSE ARE EXPRESSLY EXCLUDED. The buyer assumes all risks as to the use of the material. Buyers exclusive remedy or any claim (including without limitations, negligence, strict liability, or
tort) shall be limited to the refund of the purchase price of the material. Failure to strictly adhere to any recommended procedures shall release DuPont de Nemours, Inc. or its affiliates of all
liability with respect to the materials or the use thereof. The information herein is not intended for use by non-professional designers, applicators or other persons who do not purchase or utilize
this product in the normal course of their business. DuPont™, the DuPont Oval Logo, and all trademarks and service marks denoted with ™, SM or ® are owned by affiliates of DuPont de Nemours,
Inc. unless otherwise noted. © 2025 DuPont. All rights reserved. 43-D100052-enNA-0625 CDP

Issue Date: 8/13/2025 Print Date: 12/08/2025
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